LIGO-E1300493 
TMS SUSPENSION WIRE RUST 
CLASSIFICATION AND REMOVAL
Observable Wire Rust: See Examples of Class 1-3 on page x
CLASSIFICATION:

1. Minimum Observable Rust on Wire Surface



a. Clean wire with Acetone and Clean Wipe


2. Moderate Observable Rust on Wire Surface



a. Clean wire with 'Approved' Rust remover and Acetone and Clean Wipe


3. Heavy Observable Rust on Wire Surface



a. Determine Depth of Rust into surface.



b. Determine if Wire is useable



c. Clean wire with 'Approved' Rust remover and Acetone and Clean Wipe

