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1 Introduction 

A new design for the BS Elliptical Baffle is proposed, in which black glass replaces the 

current stainless steel (SS) material. 

The cut edge of the beam hole in the black glass baffle is a major scattering element and 

the edge must be fire-polished to avoid this being a dominant scattering surface. 

In the following analysis, the scattered light displacement noise is calculated for two 

cases: 1) all oxidized polished stainless steel surfaces, 2) the black glass material as 

described above. A factor 18 times reduction in scattered light displacement noise could 

be achieved with the black glass baffle. 

 

 
 

Figure 1: Model of BS Elliptical Baffles Installed on the BS SUS 
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2 Scattering Analysis 

The power recycling cavity beam passes from the ITM through the hole in the ITM 

Elliptical Baffle, and gets further clipped by the BS Elliptical Baffle hole.  

 

 

 

 

2.1 Oxidized Stainless Steel Baffle 

2.1.1 BRDF of Oxidized Stainless Steel 

The incident angle of the light hitting the surface of the BS Elliptical Baffle is 45 deg, 

and the incident angle hitting the edge of the central plate of the baffle is centered at 0 

deg.  

The BRDF was measured for oxidized polished stainless steel at incidence angles of 57 

deg and 3 deg as a function of the angle away from the specular directions, as shown 

below. The BRDF data is approximately symmetrical for plus and minus angles about the 

specular direction. 

 

 

 

Figure 2: BRDF of Oxidized Stainless Steel 
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2.1.2 Scatter by SS BS Elliptical Baffle  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

2.1.3 Scatter by SS Baffle Hole Edge 
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2.1.4 Total Scatter by SS BS Elliptical Baffle 
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2.2 Black Glass BS Elliptical Baffle 

2.2.1 BRDF of Black Glass  

The BRDF was measured for black glass at incidence angles of 57 deg and 5 deg, as a 

function of the angle away from the specular direction.  

As will be shown in the following section, the cut edges of the beveled black glass hole 

of the baffle are the dominant scattering surfaces, and it will be necessary to fire-polish 

the cut edge of the glass. An estimated BRDF of the fire-polished edge at 0 deg was 

constructed, based on the BRDF data at 5 deg; the two free parameters BRDFbgfpθ2 and 

BRDF0 can be adjusted to represent the degree of roughness of the fire-polished cut 

edge. 
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Figure 3: Measured BRDF @ 5 deg and Estimated BRDF of Fire-polished Black 

Glass @ 0 Deg Incidence 
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2.2.2 Scatter from Black Glass Elliptical Baffle Surface  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

2.2.3 Scatter from Rough-cut Black Glass Baffle Hole Edge 
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2.2.4 Scatter from Black Glass Baffle Fire-polished Hole Edge 
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2.2.5 Total Scatter by Black Glass BS Elliptical Baffle 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

2.2.6 Comparison of Black Glass Baffle with Scatter from aLIGO 
Oxidized SS Baffle 

 

Using black glass for the BS Elliptical Baffle with a fire-polished edge will decrease the 

scattered light displacement noise by approximately 18 times. 
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