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Visual Inspection D

Comments:

Both shrouds seemed good, uniformly coated and no bends. Some brown
discoloration on one panel.

Dimensional Inspection

[]

Comments:

The dimensions were assumed to be correct due to previous inspections.

Nonconformities?

Description:

[]

The coating seems uniform.
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